
Table of Contents

Electrical Behaviour of MoS2 Based Staggered Heterostructure under Magnetic Field
M. Talha, S. Karamat, F. Nasim, R. Akram, S. Kanwal and U. Khalique 1

Influence of Post-Annealing on Some Properties of Confocal Radio Frequency Sputtered
ZnO Thin Film
H. Chikh Touami and T. Touam 15

The Effect of Annealing on Structural, Optical, and Electrical Properties of Cu3SnS4 Thin
Films Prepared by Spin Coat Method
N. Yıldız, Ş. Baturay and C. Aytuğ Ava 31

Photoresponse Amplification of Silicon Carbide Ultraviolet Photodetector via In Situ
Nitrogen Doping
K. Teker 47

Electrodeposition of SnO2/MnO2 Nanocomposite Films on Ultrathin Stainless Steel Foils for
High-Performance Supercapacitor Electrodes
X.L. Xie and W. Li 59

Nanostructured Fe-doped La0.3Sr0.7TiO3-δ/Ce0.8Gd0.18Ca0.02O2-δ nanocomposite for
electrocatalytic ammonia synthesis from humid N
I.A. Amar and A.A. Sharif 69

Impact of Titanium Dioxide Concentration and pH on the Removal of Organic and
Pharmaceutical Pollutants in Wastewater
A.T. Sami, S.M.H. Al-Jawad and N.J. Imran 85

Mg1-xCoxAl2O4 Nano-Catalysts Synthesis and their Potential Applications to Reduce
Viscosity with Heavy Oil and Dye Degradation
S.Q. Xu and C.H. Huang 101

Evaluation of Antioxidant Activities of Silver Nanoparticles Synthesized by Aqueous
Extract of Maclura pomifera (Raf.) Schneid. Fruit
A.S. Yaglioglu, R. Erenler, E.N. Gecer, I. Yildiz, N. Genc, C. Temiz and Y. Yanar 123

Mechanical and Tribological Properties of AlTiN, CrN/AlTiN and CrAlTiN Coatings
Deposited by Cathodic Arc PVD
T. Bakalova, N. Petkov, M. Krafka and H. Bahchedzhiev 135

Journal of Nano Research Vol. 90Journal of Nano Research Vol. 90Journal of Nano Research Vol. 90Journal of Nano Research Vol. 90
ISBN(softcover): 978-3-0364-2012-7     ISBN(eBook): 978-3-0364-3012-6


	Table of Contents

